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AIMOL CHAINTECH HT 100 MOLY 20 n NMPEVMMYLLUECTBA

CUHTeTMYecKoe Macsio Ans Lenen ¢ Aucynbhunaom moambneHa
* ObecrneymBaeT BAAXKHY CMa304HYIO NJIEHKY Ha MPOTSXKEHNN
ANNTENLHOro Neproaa BPEMEHU Npu BbICOKMX TemnepaTypax

OMNCAHME ¢ He obpasyeT TBepAbIX YrNepoANCTbIX OT/I0OXKEHUN
AIMOL Chaintech HT Moly - 3To NONHOCTbIO CMHTETUYECKoe e Xopollas Harpyso4yHas CroCcobHOCTb U BbiICOKME
BbICOKOTEMMNEpaTypHOE Macso An4a uenen ¢ pobasneHnem MPOTMBOMN3HOCHbIE CBONCTBA

ancynbdunna monnbaeHa (MoS2). ObnagaeTt aKCTpeMasbHO HU3KOA ¢ COBMECTUMOCTb C BOJIbLUMHCTBOM XXMAKOCTEN Ha OCHOBE
ncnapaeMocTblo faxke rnpu TemnepaTtypax 200-260°C. OTAnyHas CUHTEeTNYeCKnx 3cpnpos

CTONKOCTb K OKUCNEHMIO obecrnednBaeT UCKJIUYNTENBHYIO
CcTabunbHOCTbL CBONCTB Mac/jla Npu O4eHb BbICOKMX TeMnepaTypax u
no3gsosseT usbexaTtb o6pa3oBaHMe TAXKESbIX KOKCOBbIX
OTJIOXKEeHUN npu TeMnepaTypax 0o 280°C (KpaTKOBPEMEHHO [0
300°C). O6bnagaeT NPOTMBOU3HOCHLIMU N NPOTNBO3aANPHbIMKU EP
(Extreme Pressure) cBONCTBaMU, yCuneHHbIM1 fobaBneHnem
TBepAbIX CMa304HbIX BELLECTB Ha OCHOBE Ancynbdunaa MmonmbaeHa.

NMPUMEHEHME

AIMOL Chaintech HT Moly cneumnanbHo pa3paboTaHo ons
CMa3blBaHMS Lenen n NnogLWnnHNKOB B cucteMax, paboTatowmnx npum
MOCTOSAHHON TeMnepaType B Anana3soHe mexnay 170 n 280°C (c
KpaTKOBPEMEHHbIM MnoBbieHneM Ao 300°C). OcobeHHOo
pekoMeHpyeTca ons:

e Llenen CcylwnabHbIX MalLWH 1 NeYyen npu Npon3BoaAcTBe
rMMNCOKapTOHa, CTEKI0BaThl 1 Ap.

e Llenn n Bannkn NoaBecHbIX KOHBENEpPOB

e CyLUNJIbHO-LUMPWJIbHbIE MALLUNHbI B TEKCTUJIbHOMN
MPOMbILLIEHHOCTH

e MalUUHbI 4S5 OCYLUKMN

¢ MNe4yn no Bbineyke xneba n Lenn npu ob6Xxnre Kpacok
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TUNMNYHBIE XAPAKTEPUCTUNKW

Moka3aTesnb MeTon n3mepeHuns 3Ha4yeHune
Kog B 1C 55990
MnoTHocTb npu 20°C, Kr/mM3 ASTM D4052 960
KuHemaTunyeckas BA3kocTb npu 40°C, cCT ASTM D445 100-130
NOACK ncnapsiemocTb npu 250°C, % ASTM D5800 1/0
LiBeT ASTM D1500 1
WNHOeKc Harpysku, Kr ASTM D2596 39
Ba3oBoe macno Sdump
Harpy3ka cBapuBaHusa Ha YLIM, kr ASTM D2596 225
TemnepaTypa BCMbILWKM B OTKPbITOM TUrne, °C ASTM D92 >265
BA3KOCTb KnHeMaTudeckas npu 40°C, Mm2 ASTM D445 100-130
TemnepaTypa 3acTbiBaHus, ‘C ASTM D97 <-24
Koppo3unsa Ha MegHOW naacTuHe, 24 4 ASTM D130 la
Ncnapsemoctb no NOACK, % ASTM D5800 1.0
Harpy3ka cBapuBaHus, Kr ASTM D2596 225

YKa3zaHHble PUINKO-XMMUYECKNE XapaKTEePUCTUKIN SBASIOTCS TUMWYHBIMU A5 AAHHOr0 NPOAYKTA. YKa3aHHbIe XapakTepucTUKM MoryT BbiTb U3MEHeHbl npou3sBoauTenem 6es
npeaBapuTesibHOro yBeAOMJIEHNS, O HaKO NoJIHoe COOTBETCTBME NpoAyKTaM cneundukaumnsam rapaHTupyetcs. Komnaxnma AIM b.v. npunaraeT Bce ycunmsa ans obecnedyeHns TOYHOCTH
yKa3aHHOﬁ VIHq)OpMaLLI/II/I, HO HE HeCeT HMKAKOol OTBETCTBEHHOCTU 3a Ntobble yﬁbITKVI nnn yLLLepﬁ, BbI3BaHHbLIMU HEMOTHOTOM AaHHOro TeKCTa, U, Kak pe3ynbTaT, MCMNOoJIb30BaHUEM

LaHHOr0 NMpoAyKTa ANs NtobbiX MPUMEHEHU, KPOME SIBHO YKa3aHHbIX B JaHHOM OMUCaHuK.
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